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Wet Film Thickness Wheel

M Introduction:

The gauge is precise to check the wet film thickness which is made of high grade stainless steel.

W Standard: m
ASTM D1212, D4414,1S0O 2808 @

B Order info:

Model Range(pum) Division value(pm)

BEVS 1702/25A 0-25 1.25

BEVS 1702/50A 0-50 2.5

BEVS 1702/100A 0-100 5

BEVS 1702/200A 0-200 10

BEVS 1702/300A 0-300 15

BEVS 1702/500A 0-500 50

BEVS 1702/1000A 0-1000

Other scales are available upon request
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